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T363 0.220 23 49 <10 0.2 1750 <1 510 2 21

T364 0.185 6 13 <10 0.4 1890 <1 580 2 100

T365 0.150 28 45 <10 0.6 5340 <1 360 5 376

T366 0.155 53 8 <10 0.6 4040 <1 520 6 12

T367 0.200 24 21 <10 0.7 10600 <1 680 2 153

T368 0.150 20 14 <10 0.9 13500 <1 560 2 45

T369 0.125 13 128 10 <0.1 2430 <1 50 4 1350

T370 0.105 6 39 <10 0.3 4360 <1 300 2 102

T371 0.125 10 65 <10 0.2 6310 <1 190 2 235

T372 0.130 19 53 <10 0.3 6600 <1 410 5 130

T373 0.155 18 47 <10 0.4 7160 <1 320 9 42

T374 0.135 22 99 <10 0.2 7880 <1 360 18 237

T375 0.160 19 31 <10 0.3 6740 <1 380 1 163

T376 0.170 18 47 <10 0.7 12600 <1 420 8 692

T377 0.155 42 26 <10 0.6 5400 <1 550 20 76

T378 0.185 8 53 <10 0.7 5170 <1 480 2 522

T379 0.140 19 87 <10 0.2 8190 <1 310 27 283

T380 0.135 34 20 <10 0.6 7150 <1 510 4 57

T381 0.220 44 16 <10 0.5 8110 <1 440 11 36

T382 0.135 37 9 <10 0.6 16800 <1 730 7 21

T383 0.175 18 46 <10 0.3 4390 <1 340 3 90

T384 0.130 25 47 <10 1.2 11600 <1 340 3 77

T385 0.130 10 50 <10 0.4 9520 <1 400 4 89

T386 0.165 22 32 <10 0.2 5690 <1 410 5 17

T387 0.125 14 18 <10 0.3 6970 <1 450 1 12

S302 0.270 4 64 <10 0.1 8110 <1 530 4 120

S303 0.340 26 89 <10 0.4 8270 <1 410 3 271

S304 0.275 17 68 <10 0.7 17900 <1 460 1 696

S305 0.295 27 106 50 1.0 7850 <1 260 <1 2700

S306 0.245 27 37 <10 0.6 7820 <1 230 3 67

S307 0.295 11 87 <10 0.5 12400 <1 340 2 727

S308 0.320 8 40 <10 0.5 8830 <1 400 1 127

S309 0.275 8 27 <10 2.5 14800 <1 870 1 774

S310 0.265 8 34 10 1.2 9010 <1 330 2 150

S311 0.310 19 15 <10 1.2 20700 <1 510 1 143

S312 0.275 27 34 <10 0.6 10100 <1 440 4 252

S313 0.305 29 63 <10 0.4 9250 <1 450 15 234

S314 0.330 39 44 <10 0.9 8630 <1 360 1 102

S315 0.315 28 49 <10 0.4 7000 <1 280 2 70

S316 0.340 47 28 <10 0.5 5210 <1 500 5 16

S317 0.345 25 31 <10 0.3 4650 <1 590 6 22

S318 0.455 44 11 10 1.4 7250 <1 790 7 201

S319 0.310 14 10 <10 0.5 9020 <1 540 2 8

Element

Method

Det.Lim.

Units
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S320 0.345 2 23 <10 0.1 1860 <1 380 <1 7

S321 0.270 16 55 <10 0.3 5870 <1 280 2 142

S322 0.380 19 64 <10 0.4 6000 <1 440 11 162

S323 0.310 12 73 <10 0.1 5530 <1 380 28 138

S324 0.295 20 10 <10 0.6 6950 <1 420 1 7

S325 0.380 32 18 <10 0.9 11300 <1 500 1 44

S326 0.305 23 24 <10 0.7 9700 <1 490 2 100

S327 0.270 10 18 <10 0.6 10900 <1 480 1 65

S328 0.300 3 23 <10 0.5 7940 <1 310 2 79

Element

Method

Det.Lim.

Units
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T363 13 2.0 480 21 10.8 8.3 16 <1 33 <1

T364 86 0.5 500 28 12.1 8.8 4 <1 40 <1

T365 29 <0.5 3080 60 32.1 21.7 27 1 87 <1

T366 22 0.5 1370 13 8.2 1.6 6 <1 11 3

T367 36 <0.5 2520 47 23.8 15.6 15 <1 68 <1

T368 50 <0.5 3610 45 24.3 10.7 7 <1 56 2

T369 124 1.5 590 183 72.1 85.8 59 7 264 <1

T370 165 <0.5 1150 23 10.2 11.5 11 1 41 <1

T371 116 0.7 1530 213 106 68.4 24 4 264 <1

T372 47 <0.5 1500 86 43.1 23.8 9 1 115 <1

T373 23 <0.5 2040 47 22.5 15.7 9 1 64 <1

T374 42 1.1 780 63 30.8 18.7 46 4 72 <1

T375 55 <0.5 1310 29 12.7 13.8 9 <1 50 <1

T376 34 0.7 3830 131 70.0 41.1 35 2 182 <1

T377 38 <0.5 3360 13 6.3 4.6 14 <1 19 <1

T378 13 2.4 970 45 22.5 15.3 30 2 65 <1

T379 41 1.0 1530 88 45.6 24.0 101 4 94 <1

T380 11 <0.5 2120 15 7.4 5.0 11 <1 21 <1

T381 12 0.6 1380 15 7.6 4.9 15 <1 19 <1

T382 41 <0.5 3090 13 7.2 3.8 9 <1 16 <1

T383 129 <0.5 1390 36 17.4 13.9 13 1 57 <1

T384 52 <0.5 2820 67 36.2 20.5 13 2 81 <1

T385 72 <0.5 2170 95 50.1 28.3 10 2 127 <1

T386 23 <0.5 2090 21 9.4 9.5 9 2 33 <1

T387 11 <0.5 2240 25 11.5 8.2 7 <1 37 <1

S302 15 4.4 230 9 4.5 3.5 24 3 14 <1

S303 23 1.7 1090 61 33.3 18.2 29 2 74 <1

S304 305 <0.5 3560 140 82.9 33.7 45 <1 158 <1

S305 55 5.5 1260 177 75.9 62.2 66 8 297 <1

S306 17 <0.5 2040 63 34.4 17.7 9 1 69 1

S307 42 0.8 1000 99 44.8 31.7 14 2 135 <1

S308 8 <0.5 1210 35 17.1 11.4 10 <1 49 <1

S309 6 <0.5 980 141 55.7 49.0 6 <1 235 <1

S310 12 1.4 1010 36 15.9 14.6 11 2 58 <1

S311 <5 0.6 1540 54 29.7 13.7 6 <1 71 3

S312 9 0.5 1990 53 26.9 17.3 27 1 74 <1

S313 19 <0.5 2190 63 32.9 19.9 34 2 77 <1

S314 19 <0.5 3820 68 37.1 19.6 8 1 87 2

S315 53 <0.5 2690 80 44.8 25.3 8 2 104 <1

S316 51 <0.5 2210 28 14.7 8.5 7 <1 37 <1

S317 21 <0.5 1930 33 20.6 8.3 19 1 36 <1

S318 41 <0.5 2970 30 15.8 8.5 15 <1 43 <1

S319 5 <0.5 2630 27 14.0 7.0 5 <1 36 1

Element

Method

Det.Lim.

Units
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S320 11 1.5 270 9 3.5 3.1 7 <1 13 <1

S321 30 <0.5 2250 52 24.3 19.1 14 2 69 <1

S322 60 <0.5 1310 54 30.6 14.6 81 <1 58 <1

S323 57 <0.5 410 55 30.1 13.2 90 1 55 <1

S324 16 <0.5 2550 17 8.4 4.8 7 <1 23 2

S325 <5 <0.5 1740 30 17.3 7.8 8 <1 39 2

S326 <5 <0.5 3490 54 29.7 13.2 7 <1 71 4

S327 15 <0.5 1720 28 13.5 8.1 5 <1 40 2

S328 8 0.7 470 17 8.0 5.9 7 1 25 <1

Element

Method

Det.Lim.

Units
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T363 <0.5 39.0 37 27 84 230 <5 1.6 102 197

T364 <0.5 25.8 107 <5 272 3090 8 <0.5 127 471

T365 <0.5 6.0 149 7 155 180 <5 1.7 290 1440

T366 <0.5 3.3 2 11 152 1080 15 <0.5 6 662

T367 <0.5 15.8 95 101 174 1020 <5 1.5 197 1020

T368 <0.5 7.3 38 9 220 1320 <5 <0.5 98 826

T369 <0.5 14.2 711 <5 94 1340 5 12.6 1190 297

T370 <0.5 21.5 89 <5 286 1390 <5 1.3 132 125

T371 <0.5 11.7 363 <5 198 2700 <5 2.6 668 197

T372 <0.5 5.8 116 9 164 2310 <5 0.5 249 386

T373 <0.5 4.4 62 <5 149 550 <5 1.0 146 220

T374 <0.5 20.3 119 8 158 860 <5 4.5 210 688

T375 <0.5 5.8 73 <5 197 580 <5 0.5 145 232

T376 <0.5 12.8 368 26 148 170 <5 2.0 623 1800

T377 <0.5 5.0 23 15 104 980 9 1.7 51 1520

T378 <0.5 4.8 169 9 127 120 <5 2.6 247 749

T379 <0.5 4.6 121 11 86 490 <5 6.0 246 3510

T380 <0.5 4.2 23 <5 120 210 <5 <0.5 53 875

T381 <0.5 6.2 24 <5 87 100 <5 0.5 48 464

T382 <0.5 4.7 17 5 172 1030 <5 <0.5 34 836

T383 <0.5 9.3 144 <5 164 3620 5 1.1 174 153

T384 <0.5 6.3 75 <5 152 930 <5 1.4 164 209

T385 <0.5 9.1 124 <5 186 1550 <5 0.8 273 374

T386 <0.5 12.1 46 <5 182 730 <5 1.1 90 112

T387 <0.5 7.0 33 8 213 210 <5 <0.5 74 236

S302 <0.5 11.2 40 10 109 370 <5 1.0 57 173

S303 <0.5 2.8 120 <5 91 960 <5 2.9 214 752

S304 <0.5 5.0 265 12 93 630 <5 0.6 462 3180

S305 <0.5 7.4 2390 14 56 310 <5 5.8 1940 246

S306 <0.5 2.9 73 <5 86 260 <5 1.1 151 283

S307 <0.5 5.6 243 <5 103 370 <5 1.0 406 481

S308 <0.5 3.9 50 <5 138 100 <5 <0.5 119 345

S309 <0.5 2.5 254 <5 365 120 <5 <0.5 567 425

S310 <0.5 9.0 102 7 135 140 <5 1.6 191 256

S311 <0.5 3.9 48 9 167 50 <5 <0.5 134 795

S312 <0.5 6.0 104 11 181 90 <5 1.5 210 1710

S313 <0.5 3.6 102 7 136 270 <5 3.0 191 2140

S314 <0.5 3.1 64 5 162 200 <5 0.7 156 476

S315 <0.5 10.0 101 5 161 960 <5 0.7 209 171

S316 <0.5 3.9 29 <5 124 960 <5 0.6 69 522

S317 <0.5 5.5 34 <5 105 420 <5 2.9 74 764

S318 <0.5 3.8 42 17 120 1400 9 1.1 103 1500

S319 <0.5 4.3 25 9 215 120 <5 <0.5 55 576

Element

Method

Det.Lim.

Units
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S320 <0.5 10.9 7 <5 182 190 <5 <0.5 22 107

S321 <0.5 3.0 85 <5 129 230 <5 1.9 170 367

S322 <0.5 2.4 79 7 127 1630 <5 1.4 152 3210

S323 <0.5 2.7 51 <5 97 720 <5 1.3 122 3100

S324 <0.5 7.1 12 6 179 160 <5 <0.5 37 276

S325 <0.5 2.9 25 6 185 70 <5 <0.5 71 467

S326 <0.5 3.4 39 9 176 70 <5 <0.5 114 537

S327 <0.5 3.9 27 <5 171 240 <5 <0.5 66 339

S328 <0.5 4.3 24 <5 96 390 <5 <0.5 61 237

Element

Method

Det.Lim.

Units
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T363 0.6 <10 <1 17 <1 71 <1 10 28 <1

T364 0.2 50 <1 27 <1 23 <1 14 31 <1

T365 0.3 <10 <1 55 <1 40 <1 38 74 <1

T366 <0.1 10 <1 <1 <1 18 <1 11 4 <1

T367 0.2 <10 <1 37 <1 16 <1 19 52 <1

T368 0.2 <10 <1 16 <1 5 <1 25 34 <1

T369 0.9 120 <1 247 <1 178 <1 243 272 <1

T370 0.3 20 <1 25 <1 25 <1 25 33 <1

T371 0.2 60 <1 119 <1 83 <1 152 189 <1

T372 0.2 30 <1 44 <1 41 <1 42 80 <1

T373 0.1 <10 <1 24 <1 50 <1 39 46 <1

T374 0.5 40 <1 41 <1 43 <1 95 59 <1

T375 0.2 <10 <1 26 <1 31 <1 22 41 <1

T376 0.3 10 <1 122 <1 16 1 54 149 <1

T377 0.2 <10 <1 9 <1 22 1 11 15 <1

T378 0.3 10 <1 52 <1 57 <1 20 59 <1

T379 0.4 20 <1 46 <1 74 <1 95 69 <1

T380 0.1 <10 <1 10 <1 17 <1 15 17 <1

T381 0.2 <10 <1 10 <1 34 <1 20 15 <1

T382 0.2 <10 <1 7 <1 15 <1 10 12 <1

T383 0.3 20 <1 36 <1 24 <1 30 46 <1

T384 0.2 10 <1 28 <1 25 <1 48 55 <1

T385 0.2 20 <1 48 <1 34 <1 47 90 <1

T386 0.1 <10 <1 16 <1 68 <1 17 25 <1

T387 0.1 <10 <1 13 <1 26 <1 22 25 <1

S302 0.6 10 <1 13 <1 93 <1 15 14 <1

S303 0.2 30 <1 42 <1 57 <1 67 59 <1

S304 0.4 90 <1 94 <1 23 2 186 121 <1

S305 0.9 60 <1 487 <1 87 2 154 338 <1

S306 <0.1 10 <1 27 <1 23 <1 50 48 <1

S307 0.2 50 <1 81 <1 39 <1 100 110 <1

S308 0.3 <10 <1 22 <1 31 <1 37 36 <1

S309 <0.1 10 <1 100 <1 13 <1 28 173 <1

S310 0.3 <10 <1 36 <1 48 <1 28 47 <1

S311 0.1 <10 <1 22 <1 17 <1 16 45 <1

S312 0.3 10 <1 40 <1 16 <1 33 58 <1

S313 0.2 20 <1 36 <1 21 <1 55 58 <1

S314 <0.1 10 <1 26 <1 21 <1 33 55 <1

S315 0.1 50 <1 36 <1 43 <1 50 69 <1

S316 0.1 <10 <1 12 <1 11 <1 17 25 <1

S317 0.1 <10 <1 14 <1 18 <1 15 24 <1

S318 <0.1 <10 <1 19 <1 15 <1 11 32 <1

S319 <0.1 <10 <1 10 <1 11 <1 19 21 <1

Element

Method

Det.Lim.

Units
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or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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P

MMI-M

0.1

ppm

Pb

MMI-M

10

ppb

Pd

MMI-M

1

ppb

Pr

MMI-M

1

ppb

Pt

MMI-M

1

ppb

Rb

MMI-M

5

ppb

Sb

MMI-M

1

ppb

Sc

MMI-M

5

ppb

Sm

MMI-M

1

ppb

Sn

MMI-M

1

ppb

S320 0.2 <10 <1 4 <1 88 <1 10 9 <1

S321 0.1 20 <1 30 <1 31 <1 37 53 <1

S322 0.1 10 <1 30 <1 21 <1 61 44 <1

S323 0.2 20 <1 23 <1 19 <1 50 39 <1

S324 0.2 <10 <1 6 <1 13 <1 18 13 <1

S325 0.2 <10 <1 12 <1 17 <1 20 25 <1

S326 0.1 <10 <1 19 <1 21 <1 30 43 <1

S327 0.1 <10 <1 12 <1 14 <1 22 25 <1

S328 0.3 <10 <1 11 <1 34 <1 24 19 <1

Element

Method

Det.Lim.

Units
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Sr

MMI-M

10

ppb

Ta

MMI-M

1

ppb

Tb

MMI-M

1

ppb

Te

MMI-M

10

ppb

Th

MMI-M

0.5

ppb

Ti

MMI-M

3

ppb

Tl

MMI-M

0.5

ppb

U

MMI-M

1

ppb

W

MMI-M

1

ppb

Y

MMI-M

1

ppb

T363 2640 <1 4 <10 3.9 51 <0.5 12 <1 139

T364 5760 <1 5 <10 30.7 21 <0.5 87 <1 117

T365 3760 <1 11 <10 24.3 121 <0.5 44 <1 391

T366 5870 <1 2 <10 3.3 92 <0.5 42 <1 74

T367 4580 <1 9 <10 11.5 75 <0.5 72 <1 297

T368 5450 <1 8 <10 9.2 32 <0.5 262 <1 279

T369 500 <1 36 <10 32.2 1790 <0.5 38 <1 808

T370 3810 <1 5 <10 6.2 117 <0.5 18 <1 137

T371 3540 <1 36 <10 5.8 341 <0.5 31 <1 1560

T372 6230 <1 15 <10 7.9 98 <0.5 35 <1 531

T373 3900 <1 8 <10 4.3 111 <0.5 17 <1 276

T374 3580 <1 11 <10 18.5 552 <0.5 35 <1 362

T375 4820 <1 6 <10 9.6 64 <0.5 17 <1 158

T376 4250 <1 23 <10 32.7 194 <0.5 49 <1 877

T377 5300 <1 2 <10 5.8 38 <0.5 131 <1 78

T378 4350 <1 8 <10 63.3 319 <0.5 41 <1 256

T379 2790 <1 14 <10 8.4 634 <0.5 189 <1 572

T380 3590 <1 3 <10 13.4 39 <0.5 49 <1 88

T381 2620 <1 3 <10 17.6 73 <0.5 16 <1 89

T382 3860 <1 2 <10 5.4 20 <0.5 20 <1 83

T383 5180 <1 7 <10 6.2 132 <0.5 14 <1 242

T384 6240 <1 11 <10 2.0 93 <0.5 30 <1 449

T385 5640 <1 17 <10 6.2 94 <0.5 45 <1 605

T386 10500 <1 4 <10 1.4 76 <0.5 20 <1 123

T387 5300 <1 5 <10 9.0 39 <0.5 51 <1 139

S302 4270 <1 2 <10 29.6 186 <0.5 16 <1 51

S303 2810 <1 11 <10 15.4 389 <0.5 45 <1 385

S304 3100 <1 23 <10 107 21 <0.5 261 <1 910

S305 2180 <1 36 <10 198 1350 0.7 86 <1 1040

S306 4790 <1 10 <10 6.8 73 <0.5 27 <1 414

S307 3300 <1 18 <10 28.3 207 <0.5 27 <1 577

S308 4270 <1 6 <10 34.0 71 <0.5 50 <1 192

S309 10300 <1 28 <10 18.5 35 <0.5 52 <1 759

S310 3420 <1 7 <10 11.7 190 <0.5 43 <1 221

S311 4960 <1 10 <10 12.3 194 <0.5 68 <1 334

S312 5410 <1 10 <10 50.6 116 <0.5 182 <1 321

S313 8070 <1 11 <10 7.5 121 <0.5 126 <1 394

S314 5840 <1 12 <10 6.1 43 <0.5 47 <1 461

S315 4760 <1 14 <10 3.3 81 <0.5 32 <1 591

S316 5110 <1 5 <10 1.8 26 <0.5 30 <1 185

S317 5880 <1 5 <10 5.4 48 <0.5 62 <1 157

S318 5100 <1 5 <10 10.1 36 <0.5 297 <1 186

S319 7700 <1 5 <10 4.6 17 <0.5 88 <1 174

Element

Method

Det.Lim.

Units
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Sr

MMI-M

10

ppb

Ta

MMI-M

1

ppb

Tb

MMI-M

1

ppb

Te

MMI-M

10

ppb

Th

MMI-M

0.5

ppb

Ti

MMI-M

3

ppb

Tl

MMI-M

0.5

ppb

U

MMI-M

1

ppb

W

MMI-M

1

ppb

Y

MMI-M

1

ppb

S320 7580 <1 2 <10 6.8 27 <0.5 13 <1 42

S321 5470 <1 9 <10 2.4 131 <0.5 30 <1 301

S322 5470 <1 9 <10 4.2 32 <0.5 131 <1 341

S323 4610 <1 9 <10 2.6 54 <0.5 58 <1 388

S324 5910 <1 3 <10 3.9 43 <0.5 99 <1 103

S325 4950 <1 5 <10 10.1 28 <0.5 51 <1 193

S326 4900 <1 10 <10 16.7 21 <0.5 46 <1 373

S327 5060 <1 5 <10 6.9 14 <0.5 33 <1 160

S328 3370 <1 3 <10 18.6 84 <0.5 29 <1 90

Element

Method

Det.Lim.

Units
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Yb

MMI-M

1

ppb

Zn

MMI-M

20

ppb

Zr

MMI-M

5

ppb

T363 8 <20 26

T364 8 <20 29

T365 25 130 70

T366 6 20 29

T367 16 20 34

T368 15 <20 18

T369 43 40 248

T370 6 <20 23

T371 63 30 47

T372 27 50 16

T373 14 <20 18

T374 21 30 107

T375 8 <20 26

T376 51 270 86

T377 5 50 26

T378 17 180 89

T379 30 380 106

T380 6 30 54

T381 6 70 50

T382 6 <20 27

T383 10 20 18

T384 24 90 29

T385 32 <20 21

T386 5 110 7

T387 7 <20 22

S302 3 130 40

S303 24 110 101

S304 69 110 143

S305 47 60 165

S306 20 90 18

S307 27 <20 64

S308 11 <20 54

S309 26 <20 33

S310 11 <20 96

S311 21 30 93

S312 20 50 94

S313 23 540 57

S314 26 30 24

S315 29 <20 18

S316 10 <20 13

S317 16 60 26

S318 11 30 27

S319 9 <20 7

Element

Method

Det.Lim.

Units
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Yb

MMI-M

1

ppb

Zn

MMI-M

20

ppb

Zr

MMI-M

5

ppb

S320 2 <20 32

S321 14 <20 28

S322 22 20 90

S323 22 60 71

S324 6 <20 25

S325 14 <20 36

S326 20 <20 19

S327 8 <20 14

S328 5 <20 65

Element

Method

Det.Lim.

Units
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