
ALS CODE DESCRIPTION

SAMPLE PREPARATION

WEI-21 Received Sample Weight
LOG-22 Sample login - Rcd w/o BarCode
CRU-QC Crushing QC Test
PUL-QC Pulverizing QC Test
CRU-31 Fine crushing  - 70% <2mm
SPL-21 Split sample - riffle splitter
PUL-31 Pulverize split to 85% <75 um

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-ICP21 ICP-AESAu 30g FA ICP-AES Finish

CERTIFICATE   WH12173423

This report is for 9 Rock samples submitted to our lab in Whitehorse, YT, Canada on 
25-JUL-2012.

Project: 
P.O. No.: 

The following have access to data associated with this certificate:
CORWIN COE

COELTON VENTURES LTD
ATTN: CORWIN COE
1701 ROBERT LANG DRIVE
COURTENAY BC V9N 1A2 
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Finalized Date: 16-AUG-2012

This copy reported on 
5-SEP-2012

Account: COELVE

COELTON VENTURES LTD
1701 ROBERT LANG DRIVE
COURTENAY BC V9N 1A2 
 

To:ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Colin Ramshaw, Vancouver Laboratory Manager
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CERTIFICATE OF ANALYSIS    WH12173423 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-ICP21
Recvd Wt. Au

kg ppm
0.02 0.001

M648551 1.51 0.003
M648552 0.68 0.002
M648553 1.42 0.002
M648554 1.06 0.002
M648555 0.86 0.001

M648556 1.03 0.002
M648557 1.17 0.002
M648558 0.97 0.001
M648559 0.98 0.040
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