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T87 0.140 83 10 <10 0.3 24100 <1 600 60 19

T88 0.130 17 58 <10 0.3 9370 <1 540 <1 50

T89 0.165 7 84 <10 <0.1 4550 <1 560 <1 604

T90 0.145 5 47 <10 <0.1 3580 <1 400 <1 401

T91 0.155 19 84 <10 0.4 7410 <1 580 6 723

T92 0.155 11 88 <10 0.3 5520 <1 400 6 469

T93 0.215 6 27 20 0.3 3750 <1 240 2 552

T94 0.195 5 118 <10 0.2 12600 <1 370 <1 670

T95 0.115 16 130 30 0.3 7860 <1 270 5 136

T96 0.200 3 142 20 <0.1 9070 <1 200 2 124

T97 0.180 16 95 <10 0.2 8600 <1 330 3 310

T98 0.170 7 86 20 0.3 22000 <1 610 <1 1220

T99 0.175 38 18 <10 0.8 12400 <1 530 9 90

T100 0.210 19 75 20 0.3 3900 <1 380 17 1230

T101 0.170 12 100 40 0.3 5920 <1 290 11 561

T102 0.320 9 57 40 0.4 6490 <1 270 5 422

T103 0.150 9 127 20 0.3 6300 <1 270 19 427

T104 0.195 27 >200 10 0.3 8970 <1 220 28 519

T105 0.125 7 117 <10 <0.1 7560 <1 420 24 344

T106 0.160 11 >200 40 0.2 4870 <1 100 4 284

T107 0.120 16 51 <10 0.3 7390 <1 530 16 532

T108 0.185 25 38 <10 0.5 9130 <1 490 17 408

T109 0.130 26 49 <10 0.9 8750 <1 620 19 783

T110 0.180 18 58 <10 0.4 8500 <1 420 23 548

T111 0.150 10 82 <10 0.2 4840 <1 280 30 302

T112 0.175 11 34 <10 0.4 7340 <1 430 <1 171

T113 0.190 13 58 <10 0.3 9080 <1 360 <1 434

T114 0.125 7 43 10 0.4 14700 <1 250 <1 243

T115 0.115 4 84 <10 0.2 13500 <1 320 <1 108

T116 0.170 7 98 <10 0.4 5190 <1 350 <1 56

T117 0.140 4 104 <10 0.2 8960 <1 520 <1 113

T118 0.165 14 71 <10 0.3 6290 <1 350 20 272

T119 0.190 12 73 <10 0.4 6310 <1 490 10 327

T120 0.240 15 46 <10 0.5 8540 <1 490 5 455

T121 0.200 19 45 <10 0.4 6570 <1 470 19 500

T122 0.245 14 73 <10 0.2 5420 <1 520 19 274

T123 0.215 9 72 <10 0.3 6900 <1 480 15 366

T124 0.305 13 67 <10 0.5 9250 <1 330 5 424

T125 0.210 11 62 10 1.0 8220 <1 300 5 337

T126 0.215 3 66 <10 <0.1 5470 <1 490 <1 23

T127 0.120 12 83 10 0.2 9240 <1 240 <1 128

T128 0.230 9 78 10 <0.1 3450 <1 390 <1 7

T129 0.120 9 90 <10 0.2 13100 <1 390 1 151

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation 

of liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Member of the SGS Group (Société Générale de Surveillance)

SGS Canada Inc. Mineral Services  Suite E - 3260 Production Way   Burnaby   BC  t(604) 638-2349  f(604) 444-5486  www.ca.sgs.com



Final : VC132141  Order: LAKE Project Page 3 of 13

Report File No.: 0000003182
WtKg

WGH79

0.001

kg

Ag

MMI-M

1

ppb

Al

MMI-M

1

ppm

As

MMI-M

10

ppb

Au

MMI-M

0.1

ppb

Ba

MMI-M

10

ppb

Bi

MMI-M

1

ppb

Ca

MMI-M

10

ppm

Cd

MMI-M

1

ppb

Ce

MMI-M

5

ppb

T130 0.205 8 39 <10 0.5 10800 <1 440 <1 164

T131 0.215 18 73 10 0.3 8000 <1 380 11 743

T132 0.205 14 39 <10 0.3 8830 <1 340 15 387

T133 0.170 20 69 <10 0.4 8620 <1 380 46 364

T134 0.140 10 88 10 0.1 6120 <1 350 15 357

T135 0.130 34 69 <10 0.2 11800 <1 490 2 46

T136 0.145 7 188 <10 0.1 5580 <1 160 <1 220

T137 0.165 5 156 30 0.1 8730 <1 230 4 167

T138 0.235 8 31 <10 0.3 7720 <1 440 5 283

Element

Method

Det.Lim.

Units
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T87 125 <0.5 2380 14 8.4 4.0 7 <1 17 2

T88 40 <0.5 350 5 2.9 1.6 7 <1 6 <1

T89 71 0.8 170 40 23.3 7.4 21 2 51 <1

T90 92 <0.5 280 20 9.4 4.9 12 1 25 <1

T91 96 <0.5 2470 89 60.1 16.6 74 2 101 <1

T92 100 <0.5 1150 46 27.6 10.0 36 2 58 <1

T93 22 <0.5 540 27 12.7 6.8 37 2 45 <1

T94 101 <0.5 240 48 26.2 11.0 10 <1 54 <1

T95 86 1.1 250 9 4.9 2.3 79 7 12 <1

T96 98 2.2 90 4 2.2 1.4 126 13 6 <1

T97 64 <0.5 450 54 26.5 7.7 19 2 54 <1

T98 198 1.0 570 127 55.9 36.3 30 5 210 <1

T99 52 <0.5 2260 27 15.3 6.4 11 <1 35 <1

T100 307 1.6 2220 113 71.3 21.9 157 7 144 <1

T101 102 1.7 1310 44 23.6 11.7 129 9 57 <1

T102 91 0.9 1380 40 22.1 11.3 82 6 55 <1

T103 80 <0.5 900 61 35.3 12.8 137 3 67 <1

T104 181 1.0 860 140 79.6 21.0 116 7 115 <1

T105 171 <0.5 550 101 66.6 20.2 100 1 99 <1

T106 77 1.9 240 27 13.2 7.0 195 22 29 <1

T107 37 <0.5 2300 67 44.9 14.8 49 <1 79 <1

T108 489 <0.5 3810 45 25.2 12.9 48 <1 62 <1

T109 150 <0.5 4310 107 66.7 22.9 33 <1 124 <1

T110 147 <0.5 2710 78 49.2 18.0 70 <1 91 <1

T111 94 <0.5 1630 51 30.1 10.9 109 2 54 <1

T112 50 <0.5 500 34 16.1 6.9 12 <1 47 <1

T113 98 <0.5 680 60 26.1 15.3 15 1 85 <1

T114 71 <0.5 400 24 10.4 6.2 27 2 28 <1

T115 83 <0.5 230 22 11.6 4.4 29 2 23 <1

T116 43 <0.5 180 8 3.8 1.8 14 <1 8 <1

T117 76 <0.5 210 6 3.4 2.1 18 1 8 <1

T118 184 <0.5 1640 39 21.3 8.8 87 2 42 <1

T119 206 <0.5 2410 52 32.2 12.0 58 <1 58 <1

T120 495 <0.5 3500 48 28.3 11.7 35 <1 61 <1

T121 135 <0.5 3530 50 28.8 13.5 39 <1 66 <1

T122 152 <0.5 920 26 16.7 5.9 49 1 29 <1

T123 87 <0.5 1370 61 37.4 12.5 67 1 65 <1

T124 17 <0.5 1430 35 15.6 10.1 37 2 47 <1

T125 35 <0.5 1660 36 19.5 10.6 52 2 48 <1

T126 21 <0.5 130 3 1.7 1.0 15 <1 5 <1

T127 126 0.5 360 18 9.2 5.1 21 2 21 <1

T128 28 <0.5 190 1 0.7 <0.5 11 <1 1 <1

T129 92 <0.5 660 46 28.8 9.2 10 <1 49 <1

Element

Method

Det.Lim.

Units
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T130 87 <0.5 1460 35 21.1 8.2 14 <1 46 <1

T131 176 1.3 2320 74 42.5 18.4 124 5 92 <1

T132 55 0.6 1840 59 36.3 13.8 44 3 71 <1

T133 188 0.5 2930 66 41.5 15.1 102 3 76 <1

T134 92 1.6 510 39 22.5 8.7 88 8 45 <1

T135 68 <0.5 420 7 3.3 1.8 21 3 7 <1

T136 56 0.6 140 13 6.2 3.2 70 12 15 <1

T137 180 0.9 300 21 11.5 4.7 76 8 21 <1

T138 32 <0.5 1110 18 9.1 5.1 28 <1 26 <1

Element

Method

Det.Lim.

Units
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T87 <0.5 17.7 12 17 87 3950 41 <0.5 27 862

T88 <0.5 9.9 33 <5 153 130 <5 <0.5 19 406

T89 <0.5 26.0 331 5 136 830 <5 1.4 275 370

T90 <0.5 45.3 200 <5 86 2920 9 <0.5 127 164

T91 <0.5 12.3 375 8 75 4490 10 1.8 446 1950

T92 <0.5 10.3 183 <5 64 8560 9 <0.5 241 537

T93 <0.5 11.2 324 <5 49 400 21 2.0 304 157

T94 <0.5 9.8 295 <5 87 4510 <5 <0.5 219 300

T95 <0.5 37.9 88 7 45 660 5 4.5 61 147

T96 <0.5 27.5 65 20 34 2610 <5 12.5 35 81

T97 <0.5 36.5 145 <5 71 1440 <5 1.6 146 176

T98 <0.5 20.4 632 12 138 3230 31 3.0 902 860

T99 <0.5 3.9 42 7 111 1470 33 <0.5 87 1000

T100 <0.5 11.8 617 31 67 2190 147 3.4 744 1280

T101 <0.5 6.2 289 13 44 1380 44 4.6 285 543

T102 <0.5 4.4 199 7 58 1900 13 3.7 246 592

T103 <0.5 9.3 202 <5 72 3030 <5 1.8 247 527

T104 <0.5 6.4 210 9 70 5820 <5 2.6 336 1080

T105 <0.5 19.0 174 13 101 6410 <5 0.5 294 724

T106 <0.5 12.8 159 15 26 1030 7 13.9 141 143

T107 <0.5 3.1 178 <5 106 2590 <5 <0.5 273 1960

T108 <0.5 3.0 158 8 83 20400 13 1.2 249 2300

T109 <0.5 2.5 225 10 105 7460 7 0.6 369 2300

T110 <0.5 5.2 229 <5 83 4370 5 0.6 345 2200

T111 <0.5 3.2 127 10 74 770 <5 1.2 185 1020

T112 <0.5 22.6 95 <5 105 1910 8 <0.5 149 277

T113 <0.5 36.4 205 <5 116 1300 5 0.5 300 535

T114 <0.5 79.1 132 <5 162 1620 8 2.4 103 269

T115 <0.5 59.6 77 <5 116 400 <5 1.3 65 333

T116 <0.5 33.7 35 <5 74 380 <5 <0.5 29 192

T117 <0.5 26.8 99 <5 159 370 <5 <0.5 34 214

T118 <0.5 9.0 112 12 87 7000 6 0.7 154 1010

T119 <0.5 3.1 138 7 81 8600 8 <0.5 208 1800

T120 <0.5 4.6 179 6 101 16300 18 0.7 249 1410

T121 <0.5 3.6 158 10 88 3610 12 <0.5 241 1780

T122 <0.5 5.9 64 <5 60 9430 19 0.8 100 1710

T123 <0.5 3.2 152 <5 92 3420 13 <0.5 210 1260

T124 <0.5 12.1 211 <5 62 260 7 0.9 211 514

T125 <0.5 3.6 170 <5 58 850 7 1.2 209 529

T126 <0.5 33.0 11 <5 86 230 12 0.8 16 99

T127 <0.5 72.4 56 <5 59 4120 10 1.6 67 200

T128 <0.5 39.1 3 <5 55 400 <5 <0.5 5 34

T129 <0.5 13.4 79 <5 128 700 <5 <0.5 119 522

Element

Method

Det.Lim.

Units
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T130 <0.5 7.9 81 <5 92 1090 8 <0.5 126 574

T131 <0.5 4.9 315 22 65 3490 6 2.6 394 1370

T132 <0.5 4.4 182 9 67 2340 <5 1.1 273 1710

T133 <0.5 3.3 148 10 76 9520 8 1.5 244 2590

T134 <0.5 11.3 166 17 109 4840 6 3.8 193 425

T135 <0.5 32.8 31 <5 54 3750 <5 1.0 26 259

T136 <0.5 47.3 130 <5 32 180 <5 6.5 83 98

T137 <0.5 19.9 78 <5 38 2790 6 6.7 78 166

T138 <0.5 4.4 115 6 95 1120 10 0.6 131 506

Element

Method

Det.Lim.

Units
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T87 0.4 30 <1 5 <1 12 1 9 10 <1

T88 0.2 80 <1 5 <1 26 <1 10 4 <1

T89 0.7 60 <1 72 <1 33 <1 16 52 <1

T90 0.7 10 <1 34 <1 32 <1 13 24 <1

T91 0.9 160 <1 108 <1 19 2 77 93 <1

T92 0.4 30 <1 55 <1 22 <1 35 51 <1

T93 0.9 20 <1 76 <1 15 1 15 52 <1

T94 0.2 180 <1 54 <1 17 <1 79 42 <1

T95 2.1 150 <1 16 <1 87 2 35 12 <1

T96 5.8 40 <1 10 <1 112 <1 35 6 <1

T97 0.6 170 <1 33 <1 30 <1 56 37 <1

T98 0.8 60 <1 194 <1 25 1 38 196 <1

T99 0.2 10 <1 16 <1 9 1 18 24 <1

T100 0.7 50 <1 178 <1 49 2 101 141 <1

T101 2.0 100 <1 70 <1 63 2 73 56 <1

T102 1.3 30 <1 56 <1 39 2 44 51 <1

T103 1.9 230 <1 57 <1 27 1 91 57 <1

T104 1.0 290 <1 72 <1 60 1 178 88 <1

T105 0.7 230 <1 62 <1 33 <1 69 77 <1

T106 3.9 230 <1 35 <1 101 2 74 28 1

T107 0.2 30 <1 59 <1 19 <1 37 66 <1

T108 0.2 10 <1 54 <1 21 3 22 58 <1

T109 0.1 40 <1 76 <1 25 2 30 98 <1

T110 0.2 60 <1 75 <1 12 1 69 80 <1

T111 0.4 240 <1 41 <1 45 <1 53 47 <1

T112 0.5 10 <1 31 <1 35 <1 15 39 <1

T113 0.6 60 <1 61 <1 41 <1 49 67 <1

T114 1.4 40 <1 26 <1 35 <1 42 24 <1

T115 0.5 140 <1 16 <1 18 <1 25 17 <1

T116 0.4 120 <1 7 <1 26 <1 14 7 <1

T117 0.3 40 <1 9 <1 38 <1 17 7 <1

T118 0.4 70 <1 35 <1 16 <1 50 38 <1

T119 0.2 40 <1 45 <1 18 1 40 50 <1

T120 0.2 20 <1 55 <1 16 2 31 56 <1

T121 0.2 30 <1 52 <1 24 1 25 57 <1

T122 0.3 40 <1 22 <1 10 1 22 25 <1

T123 0.2 70 <1 46 <1 39 <1 58 53 <1

T124 0.5 20 <1 51 <1 7 <1 24 46 <1

T125 0.5 30 <1 48 <1 25 1 22 47 <1

T126 0.6 30 <1 4 <1 21 <1 5 4 <1

T127 1.4 100 <1 15 <1 116 <1 56 18 <1

T128 4.3 20 <1 <1 <1 53 <1 <5 1 <1

T129 0.2 430 <1 24 <1 40 <1 37 34 <1

Element

Method

Det.Lim.

Units
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Report File No.: 0000003182
P

MMI-M

0.1

ppm

Pb

MMI-M

10

ppb

Pd

MMI-M

1

ppb

Pr

MMI-M

1

ppb

Pt

MMI-M

1

ppb

Rb

MMI-M

5

ppb

Sb

MMI-M

1

ppb

Sc

MMI-M

5

ppb

Sm

MMI-M

1

ppb

Sn

MMI-M

1

ppb

T130 0.2 20 <1 25 <1 12 <1 19 34 <1

T131 0.7 60 <1 91 <1 48 2 82 87 <1

T132 0.5 20 <1 59 <1 19 2 33 63 <1

T133 0.4 60 <1 52 <1 23 1 77 63 <1

T134 0.9 70 <1 46 <1 50 1 78 42 <1

T135 0.9 50 <1 6 <1 48 <1 19 6 <1

T136 1.3 110 <1 23 <1 71 <1 30 16 <1

T137 2.0 190 <1 19 <1 74 2 51 18 <1

T138 0.3 10 <1 31 <1 23 <1 13 26 <1

Element

Method

Det.Lim.

Units
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or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Member of the SGS Group (Société Générale de Surveillance)

SGS Canada Inc. Mineral Services  Suite E - 3260 Production Way   Burnaby   BC  t(604) 638-2349  f(604) 444-5486  www.ca.sgs.com



Final : VC132141  Order: LAKE Project Page 10 of 13

Report File No.: 0000003182
Sr

MMI-M

10

ppb

Ta

MMI-M

1

ppb

Tb

MMI-M

1

ppb

Te

MMI-M

10

ppb

Th

MMI-M

0.5

ppb

Ti

MMI-M

3

ppb

Tl

MMI-M

0.5

ppb

U

MMI-M

1

ppb

W

MMI-M

1

ppb

Y

MMI-M

1

ppb

T87 2340 <1 2 <10 3.0 15 <0.5 50 <1 86

T88 3330 <1 <1 <10 30.2 <3 <0.5 16 <1 30

T89 3240 <1 7 <10 188 136 <0.5 29 <1 217

T90 1970 <1 4 <10 226 59 <0.5 51 <1 91

T91 3140 <1 14 <10 110 95 <0.5 1180 <1 600

T92 1850 <1 8 <10 105 100 <0.5 265 <1 278

T93 1190 <1 5 <10 138 468 <0.5 165 <1 134

T94 2420 <1 8 <10 36.7 19 <0.5 58 <1 326

T95 1460 <1 2 <10 68.2 1450 <0.5 17 <1 45

T96 1070 <1 <1 <10 34.5 3460 <0.5 5 <1 23

T97 1920 <1 9 <10 57.7 368 <0.5 27 <1 288

T98 3750 <1 24 <10 121 764 <0.5 531 <1 763

T99 2540 <1 5 <10 21.5 76 <0.5 400 <1 154

T100 1330 <1 19 <10 144 967 <0.5 2270 <1 737

T101 1290 <1 8 <10 105 1280 <0.5 210 <1 235

T102 1260 <1 7 <10 124 950 <0.5 129 1 232

T103 1340 <1 10 <10 112 367 <0.5 81 <1 345

T104 1670 <1 20 <10 133 671 <0.5 122 <1 806

T105 3660 <1 16 <10 34.8 22 <0.5 130 <1 606

T106 1010 <1 5 <10 62.7 3920 <0.5 31 1 138

T107 2600 <1 11 <10 38.9 26 <0.5 905 <1 446

T108 2330 <1 8 <10 87.3 36 <0.5 144 <1 265

T109 2840 <1 17 <10 79.5 31 <0.5 160 <1 622

T110 2180 <1 13 <10 46.5 38 <0.5 513 <1 511

T111 1360 <1 8 <10 40.4 92 <0.5 112 <1 292

T112 2450 <1 6 <10 38.7 14 <0.5 113 <1 168

T113 2060 <1 11 <10 37.9 158 <0.5 41 <1 370

T114 1380 <1 4 <10 53.1 536 <0.5 20 <1 101

T115 2530 <1 4 <10 31.0 280 <0.5 12 <1 133

T116 1980 <1 1 <10 25.1 17 <0.5 10 <1 37

T117 2800 <1 1 <10 15.6 71 <0.5 7 <1 38

T118 1690 <1 7 <10 34.9 134 <0.5 251 <1 208

T119 2210 <1 8 <10 40.2 5 <0.5 493 <1 312

T120 2350 <1 8 <10 105 16 <0.5 329 <1 278

T121 1940 <1 9 <10 78.3 34 <0.5 210 <1 292

T122 2210 <1 4 <10 19.4 75 <0.5 315 <1 163

T123 2810 <1 10 <10 33.2 60 <0.5 145 <1 371

T124 1560 <1 6 <10 89.5 146 <0.5 138 <1 157

T125 1420 <1 7 <10 63.2 193 <0.5 87 <1 200

T126 4260 <1 <1 <10 11.1 63 <0.5 15 <1 18

T127 1830 <1 3 <10 34.2 427 <0.5 28 <1 85

T128 3740 <1 <1 <10 0.8 25 <0.5 4 <1 6

T129 2750 <1 7 <10 21.0 59 <0.5 35 <1 266

Element

Method

Det.Lim.

Units
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Report File No.: 0000003182
Sr
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1
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1
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Te
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Th
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0.5
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Ti

MMI-M

3

ppb

Tl

MMI-M

0.5
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U

MMI-M

1
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W

MMI-M

1
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Y

MMI-M

1

ppb

T130 2390 <1 6 <10 43.1 24 <0.5 99 <1 215

T131 1500 <1 13 <10 107 515 <0.5 214 <1 438

T132 1990 <1 9 <10 96.3 329 <0.5 110 <1 331

T133 1850 <1 11 <10 43.9 204 <0.5 347 <1 438

T134 1870 <1 6 <10 69.4 830 <0.5 76 <1 217

T135 3310 <1 1 <10 16.0 355 <0.5 12 <1 31

T136 730 <1 2 <10 60.1 2040 <0.5 8 <1 66

T137 1070 <1 3 <10 67.8 1860 <0.5 17 <1 103

T138 2090 <1 3 <10 84.6 101 <0.5 41 <1 96

Element

Method

Det.Lim.

Units
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Yb

MMI-M

1

ppb

Zn

MMI-M

20

ppb

Zr

MMI-M

5

ppb

T87 7 120 15

T88 2 <20 12

T89 21 30 14

T90 8 <20 30

T91 55 30 104

T92 23 60 71

T93 10 80 65

T94 17 30 31

T95 4 60 54

T96 2 140 41

T97 17 50 36

T98 36 50 91

T99 12 <20 58

T100 62 200 162

T101 18 160 120

T102 19 80 145

T103 26 730 104

T104 60 290 89

T105 53 590 33

T106 9 110 117

T107 38 80 54

T108 22 50 133

T109 56 150 130

T110 44 100 73

T111 23 260 49

T112 11 <20 16

T113 16 30 39

T114 6 40 59

T115 8 30 24

T116 3 <20 18

T117 3 <20 14

T118 17 380 68

T119 29 50 86

T120 25 40 115

T121 24 80 96

T122 15 40 36

T123 31 30 51

T124 12 <20 89

T125 15 40 72

T126 1 <20 11

T127 7 50 49

T128 <1 <20 7

T129 23 30 18

Element

Method

Det.Lim.

Units
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T130 17 <20 27

T131 37 110 124

T132 33 80 90

T133 37 130 97

T134 19 110 65

T135 2 50 18

T136 5 50 53

T137 10 70 79

T138 7 40 67

Element

Method

Det.Lim.

Units
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