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Ca
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ppm

Cd
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1

ppb

Ce

MMI-M

5

ppb

S195 0.285 3 54 <10 <0.1 7110 <1 330 <1 11

S196 0.400 18 58 <10 0.3 8420 <1 530 11 843

S197 0.270 25 52 <10 0.6 13800 <1 560 6 550

S198 0.385 27 21 <10 0.6 7910 <1 600 7 256

S200 0.270 14 22 <10 0.2 9190 <1 430 2 122

S201 0.285 10 11 <10 0.2 5040 <1 500 <1 221

S202 0.330 5 20 <10 0.2 8930 <1 220 <1 214

S207 0.495 21 64 <10 0.5 9500 <1 530 10 509

Element

Method

Det.Lim.

Units
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Hg
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S195 54 <0.5 100 <1 <0.5 0.6 15 <1 1 <1

S196 54 <0.5 1910 67 37.6 18.3 60 <1 93 <1

S197 55 <0.5 3210 65 39.2 17.6 43 1 90 <1

S198 12 <0.5 2870 36 17.9 10.1 24 <1 50 <1

S200 62 <0.5 620 12 6.3 3.5 15 <1 17 <1

S201 41 <0.5 840 13 5.5 3.5 14 <1 20 <1

S202 37 <0.5 340 24 10.6 7.5 12 <1 39 <1

S207 24 <0.5 2420 66 36.6 15.1 38 <1 76 <1

Element

Method

Det.Lim.

Units
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5
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S195 <0.5 25.9 7 <5 65 430 9 0.7 6 54

S196 <0.5 2.9 428 <5 84 1490 25 <0.5 478 1200

S197 <0.5 4.6 322 8 121 120 6 0.8 392 1390

S198 <0.5 4.0 125 <5 115 180 27 <0.5 196 1750

S200 <0.5 14.0 55 12 77 1470 19 <0.5 79 280

S201 <0.5 15.6 141 8 90 550 45 0.6 129 169

S202 <0.5 22.6 162 <5 54 290 14 <0.5 203 133

S207 <0.5 4.8 180 <5 99 1200 12 <0.5 263 2000

Element

Method

Det.Lim.

Units
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S195 2.0 30 <1 1 <1 33 <1 <5 1 <1

S196 0.2 30 <1 116 <1 27 <1 38 94 <1

S197 0.3 30 <1 89 <1 21 <1 38 83 <1

S198 0.2 <10 <1 42 <1 20 <1 18 45 <1

S200 0.5 <10 <1 17 <1 17 <1 10 16 <1

S201 0.4 <10 <1 34 <1 <5 <1 8 23 <1

S202 0.5 20 <1 46 <1 16 <1 8 37 <1

S207 0.1 40 <1 58 <1 20 1 38 64 <1

Element

Method

Det.Lim.

Units
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S195 3000 <1 <1 <10 4.5 29 <0.5 8 <1 4

S196 3000 <1 12 <10 84.8 11 <0.5 148 <1 451

S197 3330 <1 12 <10 137 91 <0.5 138 <1 469

S198 3200 <1 6 <10 61.1 42 <0.5 186 <1 216

S200 2350 <1 2 <10 42.8 12 <0.5 180 <1 67

S201 2040 <1 3 <10 35.6 19 <0.5 232 <1 55

S202 1390 <1 5 <10 29.7 128 <0.5 50 <1 125

S207 2540 <1 11 <10 50.8 13 <0.5 603 <1 414

Element

Method

Det.Lim.

Units
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Yb

MMI-M
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Zn
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ppb

Zr

MMI-M

5

ppb

S195 <1 20 11

S196 31 <20 49

S197 33 <20 84

S198 14 <20 52

S200 5 <20 39

S201 4 <20 56

S202 7 <20 30

S207 30 20 76

Element

Method

Det.Lim.

Units
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