	Sample ID
	Au (ppm)
	As (ppm)
	Tl (ppm)
	Sb (ppm)
	Cu (ppm)
	Zn (ppm)
	Mo (ppm)

	K289062
	-
	194
	0.37
	5.51
	85.8
	    71
	      4.2

	K289016
	0.06
	     1.9
	0.05
	0.32
	801
	    15
	      0.14

	1548603
	0.02
	129
	3.6
	9.1
	48.1
	2851
	1238
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