
Rock Sample Descriptions Property: Eurkea

Sample Number: K282995 UTM: 604784
UTM: 7050782

mE
Elevation: 723 m mN

Nad83, Zone 7

Comments: Specimen sample of orange‐brown weathering, smokey quartz, with clay and black manganese(?) on fx. surfaces.

Sample Number: K282996 UTM: 604885
UTM: 7050694

mE
Elevation: 722 m mN

Nad83, Zone 7

Comments: Specimen sample of chocolate‐brown to black weathering, medium grey brecciated dolostone(?), with limonite and lesser 
goethite on fx. surfaces and as mm‐scale rind.

Sample Number: K282997 UTM: 605411
UTM: 7050401

mE
Elevation: 722 m mN

Nad83, Zone 7

Comments: Specimen sample of chocolate‐brown to orange to red weathering, punky + pocky, brecciated oxide with pocks filled with 
limonite + clay.

Sample Number: K282998 UTM: 606674
UTM: 7048502

mE
Elevation: 722 m mN

Nad83, Zone 7

Comments: Specimen sample of chocolate‐brown to orange weathering, sheared, pale grey quartz (+ hornfels?), with limonite + brown mica 
+ clay on fx. surfaces and sparse vugs filled with goethite.

Sample Number: K282999 UTM: 604752
UTM: 7051589

mE
Elevation: 723 m mN

Nad83, Zone 7

Comments: Specimen sample of rock with the same lithology as sample K282997.  No rep.

Sample Number: K283000 UTM: 604634
UTM: 7050783

mE
Elevation: 723 m mN

Nad83, Zone 7

Comments: Specimen sample of rock with the same lithology as sample K282995.   No rep.
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Rock Sample Descriptions Property: Eurkea

Sample Number: K291437 UTM: 604576
UTM: 7050788

mE
Elevation: 719 m mN

Nad83, Zone 7

Comments: Specimen sample of chocolate‐brown to orange weathering, dark grey, very pocky oxide, with clay + limonite + dark grey 
powdery mx. in vugs/pocks.  Rock feels light.
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