
1
5

0

1
0

0

5
0

0

508,050 mE508,000 mE 508,025 mE

507,975 mE 508,000 mE 508,025 mE 508,050 mE

6
,9

9
0

,7
7

5
 m

N
6

,9
9

0
,7

7
5

 m
N

507,900 mE 507,925 mE 507,950 mE 507,975 mE

6
,9

9
0

,7
5

0
 m

N
6

,9
9

0
,7

5
0

 m
N

507,950 mE507,900 mE 507,925 mE

1
5

0

1
0

0

50

0

508,025 mE507,975 mE 508,000 mE

507,975 mE 508,000 mE 508,025 mE 508,050 mE

6
,9

9
0

,6
2

5
 m

N

507,925 mE 507,950 mE

507,925 mE 507,950 mE 508,050 mE

6
,9

9
0

,6
2

5
 m

N
6

,9
9

0
,6

5
0

 m
N

6
,9

9
0

,6
5

0
 m

N

507,900 mE

507,875 mE

507,875 mE

507,900 mE

150

1
0

050

0

508,150 mE508,100 mE 508,125 mE

508,075 mE 508,100 mE 508,125 mE 508,150 mE

6
,9

9
0

,4
7

5
 m

N
6

,9
9

0
,4

7
5

 m
N

508,000 mE 508,025 mE 508,050 mE 508,075 mE

6
,9

9
0

,4
5

0
 m

N
6

,9
9

0
,4

5
0

 m
N

508,050 mE508,000 mE 508,025 mE

Trench Geochemistry
by Au ppb

5,000 to 6,165

1,000 to 5,000
500 to 1,000
150 to 500

50 to 150
5 to 50

all others

*Samples labelled with sample number

Trench Geochemistry
by Au ppb

5,000 to 6,165

1,000 to 5,000
500 to 1,000
150 to 500

50 to 150
5 to 50

all others

*Samples labelled with sample number

Trench Geochemistry
by Au ppb

5,000 to 6,165

1,000 to 5,000
500 to 1,000
150 to 500

50 to 150
5 to 50

all others

*Samples labelled with sample number

Moosehorn Trench Sample Gold Geochemistry and Geology
Projection: NAD83, Zone 7
Scale: 1:250


